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AHoOTaIisA

BupoOnnya mpakTuka mnpoxoauia Ha MAOpUEMCTBI “IHCTUTYT TpobiieM
mirHocTi imMeHi ['.C. [Tucapenka HamionansHoi akagemii Hayk Ykpainu”. [HCTUTYT
BXOJUTH JI0 CKJaay BimmiieHHs mexaHiku HAH VYkpaiau Ta mignopsaKoBYeThCs
romy. IlignpreMcTBO 3aiiMaeThCsi B OUIBIININ Mipil TOCTIPKEHHSIM Ta pO3pOOKOIO B
ranmy3i (Qi3uko-mMaTeMaTHuyHuUX Hayk. [IpakTuka mouamacs eKCKypCi€r 1o
niapo3aity. bynu o3naliomiieHi 3 TEXHOJIOTII0 BUMPOOYBAaHHS HA MIIHICTh JESKUX
matepianiB. [lo mpubyTTi Ha MIANPHUEMCTBO MPOCITYyXald IHCTPYKTaX 3 TEXHIKU
Oe3MeKku, O3HAMOMIIIUCSA 13 CTPYKTYPOIO Ta HAMPSMOM JISTIHOCTI MAIPUEMCTBA,
Takoxx OyJl0 BUKOHAHO 1HAMBIyaJdbHE 3aBJIaHHS: y PE3YJIbTaTI HOCTIIXKEHb OyJ0
0o0paHO ONTHUMaJIbHUM Matepia ajs 0aloKHU YyTJIMBOTO €JIEMEHTa, 10 Ma€ Malui
OIp MpHU TPYXKHUX AePopMallisix — KBapll, M0 CIpUi€ HAUOLIBIIN YyTIMBOCTI

aKcejaepomeTpa.
Annotation

Practical training was held at the enterprise "Institute of Strength behalf GS
Pisarenko National Academy of Sciences of Ukraine ".Instytut part of the
Department of Mechanics NAS of Ukraine and subordinated to it. The enterprise
increasingly research and development in the field of physics and mathematics.
Practice has begun a tour of the unit. There were familiar with the technology
strength test some materials. It was also made individual task as a result of research
was selected the best material for beams sensor having small resistance to elastic

deformation - quartz, which contributes the greatest sensitivity accelerometer.
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